
CURING CURVE THROUGH STEAM
BC 60 HARDENER

BOLDAN OY, Matkuntie 3, 05200 RAJAMÄKI, www.boldan.fi

HEATING-CURING-COOLING PROCESS

Temperature Time Instructions

First stage 0 °C - 60 °C 60 minutes Reach 60 °C

Second stage 60 °C 100 minutes Maintain the indicated temperature for 
100 minutes

Third stage (cooling) 60 °C - 0 °C 60 minutes Decrease the temperature
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